Asphalt road paving
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Standard 100mm thick asphalt road pavement on crushed rock base
(Suitable for all areas of the municipality or as approved)

Asphalt paving is the standard road
pavement treatment throughout the
municipality.

Asphalt finishes should be consistent in
appearance and be level and flush with
adjacent surfaces.

For typical construction details, refer to
City of Melbourne, Engineering Standard
Drawing:

Asphalt road pavement construction details
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